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E=AIPETIKH MIZTOMNOIHMENH ANTIOZEIAQTIKH METAAH MAKPOXPONIA
NMPOzZO®YZH ANTOXH ZTHN TPIBH MPOZTAZIA EAAZTIKOTHTA AIAPKEIA
ME OIATPA UV ANTOXH ZE XHMIKA OMOIOMOP®H AEN KITPINIZEI OEPMOMONQTIKEZ
& OIKIAKA KAGAPIZTIKA KAAYTTIKOTHTA AEN ZE®AOYAIZEI IAIOTHTEZ

AcCripol

H EMAITEAMATIKH AYZH lNA ANAITHTIKEZ EPTAZIEZ

H kopugaia oeipd tpoidviwy Acripol oxedidotnke atmod
Toug €10IKoUug oTa epyacTrpia TNG MONTO woTe va KaAu-
TITEI TIG AVAYKEG TWV TTI0 UYNAWY OTTAITAOEWV.

H High Performance AkpuAiki NMoAuoupg@dvn

MNa k&Be epyaaia TTou atraitei TEAIKO aTToTéAeOUa eYAANG AVTOXG KAl JAKPOXPO-
viag didpkeiag n MONTO dnuioupynoe TNV uwnAng TToIdTNTag aKPUAIKK) TTOAUOU-
pedavn Acripol. Aokiyaopévn o€ OkAnPda TEOT AVTOXNG Kal TToI0TNTAG, N Bagpn 2
ouoTaTikKwy Acripol d1a0£TEl EUPWTTAIKEG TTIOTOTIOINTEIG OI OTTOIEG EYYUWVTAI TN
BEATIOTN OTTOBOO0T) TNG OE PIA HEYAAN YKAUA EQOPUOYWV.

To ouoIOPOPPO AVOEKTIKO @IVipIopa Kal N uwnAf TTpdaguon TTou dIabETel TNV
KaBIoTOUV 10aVIKA YIa XPron o€ OATTEda E0WTEPIKWY KAl EEWTEPIKWV XWPWYV, ‘
METAANIKEG Kal EUAIVEG KATAOKEUEG Kal o€ KABE OUOKOAN €TTIPAVEIQ.

[MoIoTIKA XOPAKTNPIOTIKA OTTWG Ol AVTIOEEIBWTIKEG IBIOTNTEG TNG O€ OUVAPTNON HE

TNV ammoAuTn OTEyavoTioinon, TNV €EAIPETIKN TNG AVTOXI OTNV Uypacia, OToug ! ‘
udpaTPOUG Kal OTA OIKIOKA KABAPIoTIKA, TOTTOBETOUV TNV aKPUAIKF TToOAUoUpEeBd- .
vn Acripol oTnv Kopu®r] Twv ETMIAOYWYV OTTO TOUG ETTAYYEAUATIEG VIO EQAPPOYEG
o€ OKAQN, TTICIVEG Kal €i0Nn UYIEIVAG.

Eival TTpoidv mmioToTroIinUéVo yia TNV avToxr Tou oThV uynAoTepn Baduida
€mIOETIKOU Bl1aBpwTikKoU TrEPIBAAAOVTOG (C5) oUppwva pe Ta Sedopéva
UNE EN ISO 12944-1, mpooc@épovTag HaKpoxXpovia TrpooTacia: >15 xpovia.
AOyw Tng €I8IKNG oUVBECNG TNG N OKPUAIKY TToAuoupedavn Acripol tivai n
100VIKA €TTIAOYR yia xpron o€ TTapabaAdocio TTePIBAAAOV Kal O€ TTEPIOXEG HE
€viovn nAlo@dveia. AlabETel @iATpa UV kal eEQIPETIKA EAAOTIKOTNTA YIQ AVTOXH
OTIG OUXVEG OUCTOAEG- OIAOTOAEG.

AloTiBeTal 0€ TTOAAEG amroxpwaoelg (atrd Ta XpwuatoAdyia RAL & NCS) kai o€
YUQAIOTEPO, OATIV KAl AT QIVIpIOPA, TO OTToio €ival 1I6aviKO yia va KOAUTITEN TIG
ATEAEIEG KAOE ETTIQPAVEIQG.

ZE XINIAAEX ANOXPQZEIX
RAL, NCS & >E METAAIZE
AZHMENIO ®INPIZMA

BIQZIMH ANATITY=ZH & MPAZINA KTIPIA

2TOV TOMEQ TNG KOTAOKEUNG TTPACIVWY KTIPIWV N ETTIAOYH TV CWOTWV UAIKWY gival {wTIKAG ONPaciag yia TNV atrékTnon TroToTToln-
TIKWV Biwaoipétntag VERDE, LEED rf BREEAM. To Acripol gival éva atmé Ta kopugaia Trpoiévta Tng MONTO trou cupfdAer oTig

VERIFIED cuylft::Kplpévag TNOTOTIOINCEIG KAl TrEpI)\GpB('X\'/ETGI otnv TAatedéppa YAikwv GBCe n otoia aoxoAegital pe 1n Biwoipdtnta Twv
TIPOIOVTWY KOl TWV KATAOKEUAOTIKWY GUOTNUATWY.

EmimmAéov avaAuTIKEG TTANPOPOPIEG Yia TO TTPOIGV TTapéxovTal atrd Tnv MepiBailovTik AAwaon Mpoidvtog (EPD), éva €yypago Tmou

600V aPOoPAa TOV TOPED TWV XPWHATWY TTAPEXEI AETITOPEPEIG AVAPOPEG OXETIKA PE TN XPON QUOIKWY TTOPWY, TIG EKTTOUTTEG aépa,

TNV KOTaVAAWON €EVEPYEIOG, TIG EKTTOUTTEG agpiwv BepuoknTiou Kal GAAEG TTEPIBAAAOVTIKEG TITUXEG TTOU OXETIOVTal PE TNV

B C f:}i KOTAOKEUR, TN HETOQOPA, TN XPAON KOl TRV aTTépPIYn TOU TTPOidvTog. AUuTOg 0 TUTTOG dAAwONG Baaidetal o€ dIEBVWG avayvwpIoué-
- VOUG Kavovigpoug Kal peBodoloyieg, 6Trwg Ta poTutra ISO 14025 kai EN 15804.
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Me avToxr, oTnV uypagia, ota XNUIKG Kal
oTa OIKIOK& KaBaploTKd, &ev XapdooeTal
Kal Oev KITPIVICEl

L)

Me  €€aipeTikiy avTIOKWPIOKA TTpooTacia,
epapuoleTal o€ gidNPo Kal yaABavige

Opoidpop@o aTTOTEAECHA Kal avOEKTIKOTNTA
oe dameda amd TOIMEVTIO KAl TTAAKAKIA -
ad1aBpoxOoTToIE TOUG apuOUG

> A TKA®H

> A AANEAA ZKAHPHZ XPHZHZ > A OEPMOMONQZH
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Mpoo@épel eCalpeTIKA avTox oTnV TPIRA Kal
OTIG TTPOCKPOUCEIG

Agoyo @Ivipiopya Kal TTpooTacia o€ TToAue-
OTEPIKEG, METAANIKEG Kal EUANIVEG ETTIQAVEIEG
OKAQWV

>& PETAANIKEG OTEYEG PEIWVEL TN Bepuokpaaia
oTNnV ETIPAVEIQ KOl OTO ECWTEPIKO TWV KTIPIWV

> A MIZINEZ

KatdAAnAo yia xprion o€ Toiveg o ouvdua-
OMO6 e 10 aaTdpl Impripol

To Acripol 0100€T€l TTIOTOTIOINCEIG OI OTTOIEG
TIAPEXOUV ETTICNHN AVAYVWPIOT TNG EGAIPETIKAG
amédoong Kal avToxhg Tou, KaBIoTwvTag To Thv
agiémaoTtn  emAoyr) yia pia peydAn  ykdpa
EQPAPHOYWV.

Abrasion Test UNE 48250-92 -
MIZTOMNOIHZH ANTOXHZ ZTHN TPIBH:

To TTpoidv €xel eEAeyXOEi yia TNV IKAVOTNTA TOU VO OVTEXEI
aTnV TPIRN, TTPOCONOIWVOVTAG TNV KaBnuepIvA Bopd.
H moTomoinon emBePaiwvel ém Ta Tpoidvta Acripol
UTTOpOUV Va avTéEouV TNV TPIRH Kal va diaTnprioouy Tnv
amoédoan Kal TNV EUQAVIOT) TOUG aKOUN Kal KATw attd
ATTAITNTIKEG CUVONKEG.

ZuvBnkeg dokiung: 1000 kukAol Agiavang. H dokiun
TIPAYHOTOTTOINONKE Kal yia Ta 3 @ivipiopaTa (YuoAioTe-
p6, par kal oamv). 60-80 p.

Salt Spray Test UNE EN ISO 9227 —
ANTOXH 2XTH AIABPQXH >E
MAPAGAANAZZIO NMEPIBAAAON.

Aokiury n otroia aglohoyei TNV avtoxr) Tou Acripol oTn

Chemical Resistance Test UNE 48027-1980 -
MIZTOMNOIHZH XHMIKHZ ANTOXHZ: EAéyx6nke
n KavétNTa TOU TTPOIOVTOG VO QVTEXEI TNV €KBeon o€
SId@opeg XNMIKEG ouaieg OTIwG JIaAUTEG, O&fa Kal
aAkGAIa. H ouykekpipévn mioTomoinan diac@aidel ot Ta
Trpoi6vTa Acripol PTTopoUV va QvTIOTEKOVTAI OE XNMIKESG
BAGBeg kai va diatnpolv TIG TTPOCTATEUTIKEG TOUG
1016TNTEG  0€  TEPIBAAOVTA  pe  €kBeon O  YXNUIKA.
ZUVONKeG BOKIPNG: 24 WPEG OUVEXOUG ETTAPNG HE XNMIKA.
40-60.

Mechanical Strength Certification -
MIZTOMNOIHZH MHXANIKHZ ANTOXHZX:

To Acripol é€xel AdBel moTOTIOINON YIa TNV €CQIPETIKA
pnxavikA avroxn Tou. Meté Tnv epappoyn Tou 1o Acripol
£X€I TNV IKAVOTNTA va KAUTITETAI €éwg Kal 100% Xwpig va
TTaPOUCIAel pwypEé. AUTO anuaivel 6T gival Tautdxpova
€eAOOTIKO  Kal  avOEeKTIKO, TTapéxovTag eueAigia  kal
dIaTNPWVTAG TN SOMIKA TOU OKEPAIOTNTA.

Reflectance SRI (Solar Reflectance Index)
ASTM E1980: AEIKTHZ HAIAKHZ
ANAKAAZHZ:

To Acripol 181aiTepa GTNV AEUKR TOu aTtrdXpwaon TIETUXE TO

W S1GBpwaon, UTTOBAAOVTEG TO O€ TEOT AvOEKTIKOTNTAG ! ( . S

) . w péoa o éva TepIBGMov  WekaopoU BloAUpatog  dGloonpeiwTo amotéAeopa 85% otn Sokipr SRI. Autog o

.a'{\,ﬁatlﬂn fﬂ W ahaTioU (Trpogopoiwon TTapaBaAdoCIwY GUVBNKWY 1 5£IKTr]’§ PETP TV IKavOTNTO TOU UAIKOU va avTavokAd Tnv

Qi% , J} T TePIBAMSVTWY He UPNAA CUYKEVTpwon aAdTwy). Auty  NAIaKR Bepudmra. Ze olykpion pe Trapduoia avraywyi-

& /@\ "3.5‘:, 6 n moTotoinon dlaoahiZel OTi Ta TPoiGvTa Acripol  OTIKG TIpoidvta Tou ouvrABwg @ravouv oto 80%, To

é‘ o C pTTopolv va aviééouv T B1GBpwon Tou TpokaAeitar  UYNAG T0000TG avakAaong g Acripol oupBaMer o

= o (o) ammd Tnv €kBeon oTa GAara Kkal va diatnpAcouv TNV pelwon e 9§PP0KPGUIG§ OTO EQWTEPIKO TWV KTIPIWV.

] = H = QAKEPAIOTNTA KAl TNV EPPAVICT) TOUG HE TNV TIAPOdO Tou leyovog  1IBI0ITEPA EUEPYETIKO  yIO TNV EVEPYEIOKN

c & W XPOVOU. Suverkn Sokipic: AIGAupa GAatog 5%, ta  GTOB00N kol TN Snpioupyia evOg GVETOU EO0WTEPIKOU
% é;' C SefypaTa eKTEBNKAV YIa TIEPIOTOTEPEC aTto 240 wpeg oe  TEPIBAAOVTOG. ZuvBrikeg Sokiung: 40-60 m.

= \W 3 A atyd ahamiol otoug 35 Babuoug C. 115 microns:

Imprimol 2 aTpwaoeig Acripol 1 aTpwon.



750 ML & 4 L IAANIKO T'IA XPHZH:

Acripol Bepviki yia ugnAou
emITédoU TTpooTaCia

Aidgavo Bepviki TToAuoupeBAvVNG 2 ouoTaTIKWY, EEAIPETI-
KNG avOeKTIKOTNTAG. Ma Xprion o€ ECWTEPIKEG KOl £EWTE-
pikéG emipaveieg. E@apudletal e 6Awv Twv €10WV Ta
€UAa, yétaAAa Kal KaTGAANAQ TTPOETOINOCUEVEG ETTIQAVEI-
€G, 0€ 0idNpo, YaABaviZé, TéTpa, pdpuapo. Téao 1oxupd
TIOU TTPOCPEPEI OTIG ETTIPAVEIEG AVTi-YKPAPITI TIPOCTATIA,
avTéxovtag g€ OAwv Twv €IdWV Ta dIGAUTIKA Kal KaBapi- S
oTIKd. To 10avikd Bepviki yia oTTOTEAEOUO  UWNARG e

avtoxng. e 3 @ivipiopata: FYAAIZTEPO, ZATIN, MAT. . ‘H‘; )
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TE OAA TA =YAA ‘~
® APIZTH NPOZ®YZIH ® ANOEKTIKO KAI ZKAHPO @ ANTITKPA®ITI
® ME MEFAAH EAAITIKOTHTA @ AAIABPOXO ® ME ®IATPA UV Ye E0Ao (QuUOIKO 1 ouvBeTIkd LAMINATE)
® ME XHMIKH ANTIZTAZH ® EYKOAH E®PAPMOIH ® KAAH AMOAOZH O€ E0WTEPIKOUG, EGWTEPIKOUG XWPOUG.
® AEN KITPINIZEI ® AEN IXHMATIZEI ®OYZKAAEZ @ AEN PATIZEI
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>€ OAEG TIG UETAAAIKEG ETTIQAVEIEG OE EOWTE- AVTIVKPA®@ITI TTPOOTACIA OE TOIXOUG Kal o€ 2& EUAIVEG ETTIQAVEIEG OE OKA®PN Kal O€
PIKOUG Kal O€ EEWTEPIKOUG XWPOUG MEYAAN YKAUQ ETTIPAVEIWV TTapaBaAdooIEG TTEPIOXEG
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> ETpa: TTAAKEG KapuaoTou KATT yia £€Tpa >& TaTnTh TOlPEVTOKOvia Kal TTdvw atéd 1o Xe Bappéva dameda yia £ETpa evioxuon-
TPOOTACIO ATTO TIG KAIPIKEG CUVOAKES oTauTTWTO. [poo@épel  OTIG  ETTIPAVEIEG  KUPIWG OE XWPOUG GUXVAGS XProng
HaEiyoup TTpooTOTia



ACTrI

Impripol

To Travioxupo aoTtapl

To €€Tpa avBekTIKO aaTAPI TTOAUOUPEBAVNG 2 GUGTATIKWY TNG Monto
eival evioxupévo pe Zinc phosphate yia akéua o 1oxupn avridia-
BpwTikA TTPOCTOGIA.

Mpokerral yia 10 evOedeIyPEVO TIPOIOV TTPOETOIPACIAG ETTIQAVEIWV
UYNAWY OTTAITACEWY, TO OTT0I0 OXEDIAOTNKE VIO VO XPNCIUOTIOIEITAI O€
MEYAAN YKAPO UAIKWV Kal O€ EIBIKEG EQAPUOYEG TIPOCPEPOVTAG ATTOTE-
Aeopa peydAng avroxng o€ emM@AvEIEG aTTO OidNPo, iNoX, yaABavide,
aloupivio, opeixaAko, EUAo, PVC k.a.

Eival n eTayyeApaTikr) €mAoyr yia TNV TTPOCTACIA ETTIPAVEIWV TTOU
dokiyddovTal o€ OUOKOAEG KaIPIKEG OUVONKEG, YIO KATOOKEUEG TTOU
Bpiokovtal g TTapaBaAdooIEG TTEPIOKES KAl yIA VAUTIAIGKA Xpron -
EPAPPOCETAI WG UTTOOTPWHA VOUTIAIOKWY XPWUATWYV.

H peydAn Tou eAacTIKOTNTA TO KABIOTA 1IBaVIKO YIa XPrion o€ dATTeda
KaBwg O1a0€éTel peydAn avtoxry OTIG OIOOTOAEG Kal GUOTOAEG TNG
EMPAVEIAG - XWPIG va eppavidel pwyuég. ETITTAéoV uTTopEi va e@ap-
JoOoTEl o€ GUVONKEG aKpaiag uypaaiag.

‘Eva akéua onpavTikd TTAEOVEKTNUA gival Kal N TTPoaBrkn dio&gidiou
TOu TITaviou n omoia egacaAidel auénuévn KOAUTITIKOTNTA, €EOIKOVO-
HWvTaG ETITTAEOV OTPWOEIG OTTO TO TEAIKO Xpwpa. To Impripol xpwua-
TiCeTal kal TTapdAAnAa diaTiBeTal gg dUO ETOIUEG ATTOXPWOEIG.

ME IZXYPH ANTIZKQPIAKH MNMPOZTAZIA
EZAIPETIKH NMPOZ®YZH

EYKOAH EQAPMOIH

ANTOXH ZTHN TPIBH KAI ZTIZ NPOZKPOYZEIx
EAAZTIKOTHTA

ANTOXH ZTA XHMIKA

ME ZINC PHOSPHATE

YWHAH AIAPKEIA ZQHZ

AEN ZXHMATIZEI ®OYZKAAEZ
TAXYZTEFNQTO

XPQMATIZETAI

IAANIKO lIA ZIAHPOKATAZKEYEZ, KATKEAA, ®PAXTEZ,
METAAAIKEZ NMOPTEZ, METAAAIKA ENIMNAA KHINOY

AEYKO TKPI
RAL 7044

MONTO
750ml

. & 4L
MONTO

Acripol

Imprimacion




H AYOENTIKH ZEIPA MPOIONTQN

AcCripol

H kopugaia ocipd mpoidviwy TnGg MONTO ceivai
€I0IKA KATOOKEUAOUEVN VIO TOUG ETTAYYEAMQTIEG:
MepIAapBaver UTTEPAVOEKTIKO aOTAPI, XPUWHA
Kal BepVikl yia OAEG TIG ETTIQAVEIEC!
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