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PR ACRIPOL ESMALTE MONTO

- AxpuAikr) MoAuoupeBavn 2 cuoTaTikwv profesional
MONTO
Acripol
KQAIKOZ: 17 059, 17 060, 17061
502060
NMEPITPA®H

YwnAng noloTnTag akpuNikr NoAUOUPEBAvN 2 CUCTATIK®Y YIa OUOIOHOP(pO QIVIPIOKA Kal PAKPOXPOVIO AMOTEAEOHA HEYAANg
avToxnG. Me €EaipeTiky OKANPOTNTA kal €AAOTIKOTNTA, AVTEXEI OE TPIRr/NPOOKPOUCEIG, OTIG GUOTOAEG-OIOTOAEG, OF
nepIBarovTa uwnAng dIaBpwaong Kai oTo cuxvo Kabapiopa He olkiaka kabapioTikd.

Eqappoletal oe oidepo, yaABavilg, Toixo, PVC, EUAo, aoTapwpévo nAAOTIKO, TOIMEVTO, OF EMIPAVEIEC KATAAANAG
MPOETOINAOUEVEG Kal NAvw and Xpwuarta 2 ocuoTatikwv. Eival katdMnAo yia vauTIAlakny Xpron Kal yia £QapupoyEC OF
enpaveleg nou BpiokovTal o napadalaccoio nepiBaiiov. Me @iATpa UV. MNa e0WTEPIKN Kal EEWTEPIKN XpHon.

Eidiko6 npoidv yia npooTaocia kai diakoounon os dangda kai yia heavy duty epappoyeg: To Acripol, Aoyw Tng oUvBeor|c Tou,
oxnuarTilel Jia ouvexr, OUVEKTIKN kal adlanépaoTn PePBpavn. H uwnAn NePIEKTIKOTNTA TOU O€ PNTIVEG ENIKAAUNTEI OAa Ta
oTeped owUATIOIa ONUIOUPYWVTAC £VA CUVEXEC PIAY XWPIG KeVA 1) NOPOUC.

AiaTiOeTal o 3 Qivipiopara: MuahioTepd, OATIV KAl UAT TO 0Moio €ival 1I8aviko yia TNV KAAUWN TwV aTEAEIDV.

MNa XpAon og: PETAMIKEG KATAOKEUEC, KAYKEAD, NMUAEC, dANEDA ECWTEPIKWV KAl EEWTEPIKWV XWPWV, BIOUNXavika daneda,
€idn uyleIvig, EUAIVEG KATAOKEUEG, OKAPN, METAANIKEG OTEYEG, MICIVEC.

NMAEONEKTHMATA

e AKpUAIKN NoAuoupeBavn EaIPETIKNG NPOCPUONG

e Mg peyaAn eAaoTIKOTNTA - EEQIPETIKG OKANPN

e Mg avToxn oTnv TpIRN Kal aTIG NPOCKPOUCEIG

e Mt avTIoEEIdWTIKI) NPOaTaaia

e Mt avToxn oTa XnuIKd kal oTa oIKIaka kadapioTikd
e Tla pakpoxpoOvIo anoTEAeCHa

e Aev KITpIViCel — Agv Ee@Aoudilel

e Aev dnMIOUPYE (POUOKAAEG

e Mg @iATpa UV

e Aoopn HONIG OTEYVQDEI

e TloAAanAwV epappoywmv

e  AdiGBpoyxn, adianepaacTn

e OEPUOUOVWTIKN

e XpwpartiCeTal

e Mg gEaipeTikn EPPAvIon Kal avtoxn o€ nepiBaAAlovra noAU uywnAng diappwong C5
(oUpewva pe Ta dedopéva UNE EN ISO 12944-1)

NIZTOMOIHZEIZ

Abrasion Test UNE 48250-92 - MioTonoinon Avroxng ornv TpiBR: To npoiov éxel eAeyxBei yia Tnv IkavoTnTd Tou va
avTéxel aTnV TpIRr, NPOCOUOIWVOVTAC TNV Kadnuepivr) @Bopd. H miagTonoinon sniBeBaiwvel 0TI Ta NpoiovTa Acripol pnopouv
va avtéEouv TNV TPIPR Kal va diaTnprjcouv Thv anodoon Kal TNV EMQAvIor ToUG akOun Kal KaTw and anairnTIKEG OUVONKEC.
Suvenkec dokiunG: 1000 kUkAol Asiavong. H Sokiur npaypaTonoinénke kai yia Ta 3 givipiopara (YuahioTepo, HaT Kal odaTiv).
60-80 p.

Salt Spray Test UNE EN ISO 9227 — AvTtoxn oTn diaBpwon o€ napadaAAacio nepifaAlov.
Aokiur| n onoia a&lohoyei Tnv avtoxr Tou Acripol otn d1aBpwan, unoBArNoVTAG To OE TEOT AVOEKTIKOTNTAG HEDQA OFE £va



nepIBal\ov wekaopou diaAUpaTog aiaTioU (npogopoinon napabaAdcaoiwy Guvenkwv 1 NeEPIBAAOVTWV HE UWNAN
OUYKEVTPWON aAaTwv). AuTr n moTonoinan dilac@alilel 0T Ta npoiovta Acripol pnopolv va avrégouv Tn diIGBpwaon nou
npokaAeital and Tnv €kBeon oTa aiaTa kai va diaTnpRoouV TNV AKEPAIOTNTA Kal TNV EPPAVvICT) TOUG KE TNV Napodo Tou
XpOvou. Zuvenkn OoKIUNG: AldAupa ahaTtog 5%, Ta deiyhaTa ekTEBNKAV yia NePICOOTEPEC anod 240 wPeG o€ aTO alaTiou
oToucg 35 Baduoug C. 115 microns: Imprimol 2 oTpwoelg Acripol 1 oTpwon.

Chemical Resistance Test UNE 48027-1980 - MioTonoinon XnuikAG AvToxXnG: EAEyxOnke n IkavoTNTa TOU NpoidvToC
va avTéxel Tnv £kBeon o dIAPOPEC XNUIKES ouaieg Onwe SIaAUTeC, o&€a kal akkahia. H ouykekpidévn maTonoinan diac@aAilel
OTI Ta npoidvTa Acripol pnopoUv va avTioTéKovTal o€ XNHIKEG BAABEG kal va diatnpoUv TIG NPOOTATEUTIKEG TOUG IDIOTNTES OE
nepiBal\ovTa pe €kBean o Xnuikd.

SUVOIKeg SOKIUNG: 24 WPEG OUVEXOUG ENAPNG Ke XNHIka. 40-60.

Mechanical Strength Certification - MigTonoinon pnxavikng avroxng: To Acripol £xel AGBel nigTonoinon yia Tnv
€EQIPETIKN PNXAVIKN avToxr Tou. MeTa Tnv epapuoyr Tou To Acripol €xel TNV IKavoTNTa va KaunTeTal €wg kal 100% xwpig va
napoucialel pwyHES. AuTO onpaivel OTI gival TaUTOXpova EAACTIKO Kal avBekTIKO, NApEXoVTac eUEAIEia kal dIaTNPWVTAG TN
OOMIKI TOU aKePaIOTNTA.

Reflectance SRI (Solar Reflectance Index) ASTM E1980: AcikTng nAiakng avakAaong: To Acripol 1diaiTepa oTnv
AEUKN TOU andXpwar) Tou NETUXE TO A&IOoNHEIWTO anoTeAeaua 85% aotn dokipr SRI. AUTOG 0 JeikTNG WeTpd TNV IKavoTnTa
TOu UAIKOU va avtavakAd Tnv nAiakr] BeppoTnTa. e oUyKpIon HE NApopoIa avTaywvioTika nNpoidvTa nou ouvidwg PpTavouv
o710 80%, To UPNAG NooooTo avakAhaong Tng Acripol CUUBAANAEI OTN PEiwOn TNG BEPPOKPATIAc 0TO ECWTEPIKO TWV KTIPIWV.
'eyovog 1D1aiTEPA EUEPYETIKO yIa TNV EVEPYEIAKN anddoon Kal Tn dnuioupyia evog AveTou e0wTEPIKOU NeEPIBAAAOVTOC.
Zuvenkeg dokipng: 40-60 m.

TEXNIKA XAPAKTHPIZTIKA

divipiopa F'uahioTepd, Zamv, Mat
Anoxpwon N€UKO Kal BAoeIg
Avaloyia peiyparog 4 Baon : 1 KataAuTng
Aiapkeia {wnG peiyparog 4-6 WPEG

E181k0 Bapog 1,35+ 0,05 kg/I
MukvoTnTa 135 +/- 30 SG

ZTEPEG OYKOU 52+ 1

ZTePEG Bapoug 68+ 1

Anodoon

15 m2/L (avaAoya pe Tnv anoppopnTiKOTNTA TNG EMNIPAVEIAC)

XpOvoG OTEYVOHATOG

20 — 30 Aentd otnv agn kai atoug 20°C.

EnavaBagpn

6 WPEC W Max 24 WPEG

Apaiwon / KaBapiopog epyaleiov

AlaAuTIKO MoAuoupeBavng

ZUCKEUUOIEG

750 ml (TuahioTepd, Mat) — 750 ml & 4 L (Zamiv)

voC

VOC Cat. j/BD 550/500 (2007/2010):468,16 g/

EpyaAeia eppapHoynG: MveNo, poAd, NIOTOAI

OAHTI'IEZ EOAPMOIHZ

NEEZ ENI®ANEIEZ Néo EUAo: H uypacia Tou EUAou Ba npénel va sival kaTw Tou 20%. BeBaiwbeite 6T n enipaveia gival
o€ KaAr| kaTtaoTaon, analaypévn ano okovn, Ninn kar AAeG ouaiec. MepdaoTe e YUaAOXapTo Kal apaipéaTe UNoAgippaTa
KOAMac. Av To EUMo €ival nalid Ba npénel va nepdoeTe e yuahoXapTo kai aotapl. KabapioTe anod Tn okovn npiv To Bayiyo.

Zidnpog ka1 napaywya:

EqappooTe To kaTaMnAo aoTtdpl. BeBaiwBeiTe 0TI n emipavela sival oTeyvr kal kabapr] anod okovn Kai Ainn. Av unapxouv
onuadia okoupiac, apalpéTE TNV XPNOILOMOINVTAG TEXVIKA WETA f Tov aTaBeponoinTr) okoupldag Oxifin.

FoWog, TOIHEVTO KAN:

-BeBaiwbeiTe 0TI N enipavela sival Asia kai kabapn

-AnopakpUveTe GAata, uypaaia kai Eva UNIKa
-NepaoTe pe kKataAAnAo aoTapl.




Bappéveg eEMQAVEIEG: Av gival o KaAr] KATAOTAoN TPIWYTE PE yualdoxapTo. Av BpiokovTal o€ Kakr) KaTaoTaaon a@aipésTe TO
XPWHA HE XNMIKO 1 MNXAVIKO TPOMO Kal GUVEXIOTE ONWC OE VEEG ENIPAVEIEG. =UAO HE BEPViKI: Av oTNnV enIPAveia €xel
g@apuoaTei Bepviki Montoxyl, apaipéoTe Ta EEva uMNikd, apalpéoTe To Bepviki Nou BPIOKETaI OE KAKI KATAOTAGH, TPIYTE
eAaQpa Kal kabapioTe KaAa Tnv enipaveia. Katonv ouveyiote 6nwg oe NEES EMIGANEIES.

FENIKEZ OAHFIEZ: AvakaTewTe nohU kaAd pExp! To peiypa va opoyevonoindei. EpappoaoTe og enigpavela aTeyvr), kabapn,
analhaypevn and okovn, Ainn kai GAAeG ouoieg. AnopakpUveTal oabpd oneia. Mnv To epappoleTal o€ upnAég Bepokpaaieg
I o€ enIPAveleg ekTeBEIEVEG oV NAlopdvela. EEaopalioTe yia To oTéyvwia kaha agpilopevo Xxwpo. H uypaacia aTo
nepiBalhov Ba npénel va eival kKatw Tou 80%. KavTe pia dokiun npiv Tnv e@apypoyn. Ma xprion oc nAakdkia Kal KEpapika
£pappooTe USPOXAWPIKO OEU yia va avoi&ouv ol ndpol TNG ENIPAVveIAc.

Ze nepiBaihovTa uynAng dilapBpwTikdTNTAG C5 NPOoETOINATTE TNV ENIaveia Pe Sa 2 12 (ISO 8501-1), epapuooTe duo
oTpwoelC AaTdpl M-thane 70 ndyxoug 60 micron kal OUVEXIOTE e 2 OTPWOEIG XpwHa noAuoupedavng ACRIPOL ndayoug 35
micron (BewpnTIKO Naxog aTeyvoU @IAY: 190 micron).

MHN TO XPHZIMONOIEITE XQPIZ TON ZYTKEKPIMENO KATAAYTH

NMPOETOIMAZIA ENAIAMEZH ZTPQZH TEAIKH ZTPQzH
MAAKAKIA / KEPAMIKA
MAX: Impripol MAX: Acripol MAX: Acripol
STD: Acripol STD: Acripol
=YAO
MAX: Gama Montopol Fondo Gama Montopol Fondo MAX: Acripol
STD: Gama Montopol Fondo STD: Acripol
2IAHPO/ ATZAAI

MAX: Impripol,Impriepox M10, MAX: Impripol,Impriepox M10 MAX: Acripol
Imprimacion Antioxidante Blanca

STD:

FAABANIZE

MAX: Impripol,Impriepox MAX: Impripol,Impriepox MAX: Acripol
STD: STD: Acripol

SHMEIQZH: MpoTou £(paplOCETE TO NPOIOV OOKIKACTE TNV NPOOPUCH OTNV EMNIPAVEIT OE £va NEPIOPICHEVO
onueio. Eav xpnoiponoleite nepiocdTepa anod va doxeia, avapeiETe Ta. MapakahoUPe EAEYXETE TNV NIGTOTNTA TNG
anoxpwaongc Npiv Tnv Epapyoyn os OAn Tnv emigaveia. H kataokeudoTpia etaipeia dev uBUveTal yia dandveg
Baric nou npoépyovTal anod epappoyn AaBog anodxpwong. H kataokeuaoTpia eTalipeia dev Unopei va eyyunbei To
anoTéAeopa kabwg dev €ival o BEoN va eAEYEEI TIG AKPIBEIG OUVONKEG EPAPHOYNG TV NPOIOVTWY TNG.

1A MNEPIZ>XOTEPEZ [TNHPO®OPIEZ ATTEYOYNOEITE XTO TMHMA TEXNIKHZ YITOXTHPI=HZX THA. (+30)
210 9425425

OEOAOIOZ ZMYPNIOIMNOYAOZ
'Edpa: EA. BevilgAhou 90, Moaxaro, ABriva
TnA: 210 9425425 Email: smirniopoulos@smirniopoulos.gr
Website: www.smirniopoulos.gr

PINTURAS MONTO S.A.U.
Ctra. de la Base Militar, 11 - TEL 961648339 - FAX 961648343 - 46163 Marines
-e-mail: comercial@montopinturas.com
http://www.montopinturas.com
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